
  STATE OF NORTH CAROLINA 

  DEPARTMENT OF TRANSPORTATION
ROY COOPER JAMES H. TROGDON, III 

GOVERNOR   SECRETARY 

Mailing Address: 
NC DEPARTMENT OF TRANSPORTATION 
DIVISION 2 
PROJECT DEVELOPMENT GROUP 
PO BOX 1587 
GREENVILLE, NC 27835-1587 

Telephone: (252) 439-2828 
Customer Service:  1-877-368-4968 

Website: www.ncdot.gov 

Location: 
1037 W.H. SMITH BLVD. 
GREENVILLE, NC 27835 

April 6, 2018 

CONTRACT: DB00413 
WBS ELEMENT: 2B.20207411 
COUNTY:  Pitt 
ROUTE: SR 1780 (Boyd’s Road) 
DESCRIPTION:        SR 1780(Boyd’s Rd) Site #1 Pipe Replacement 

ADDENDUM 3 

TO:   PROSPECTIVE BIDDERS 

Please note the following revisions to the proposal. 

• Revised the Price Adjustment – Asphalt Binder for Plant Mix to $429.00.
A revised page 27 Add 3 is attached.

• A revised electronic file has been uploaded to bid express named
DB00413.003

Please make sure to sign the addendum page in the proposal to acknowledge this 
addendum. 

Sincerely, 

Mary Voelker Moore, PE 
Division Contract Engineer 

cc: Mr. Lang Jones 
Ms. Sarah F. Lentine, PE 

            Mr. William Kincannon, PE 
            Ms. Claudia Wainwright 

http://www.ncdot.gov/


The base price index for asphalt binder for plant mix is $429.00 per ton.

This base price index represents an average of F.O.B. selling prices of asphalt binder at supplier's terminals on
March 1, 2018.

FINAL SURFACE TESTING NOT REQUIRED:
(5-18-04) (Rev. 2-16-16) 610 SP6 R45

Final surface testing is not required on this project in accordance with Section 610-13, Final Surface Testing 
and Acceptance. 

ASPHALT CONCRETE PLANT MIX PAVEMENTS:
(2-20-18) 610, 1012 SP6 R65

Revise the 2018 Standard Specifications as follows:

Page 6-17, Table 610-1, MIXING TEMPERATURE AT THE ASPHALT PLANT, replace with the 
following: 

TABLE 610-1
MIXING TEMPERATURE AT THE ASPHALT PLANT

Binder Grade JMF Temperature
PG 58-28; PG 64-22 250 - 290°F

PG 76-22 300 - 325°F

Page 6-17, Subarticle 610-3(C), Job Mix Formula (JMF), lines 38-39, delete the fourth paragraph.

Page 6-18, Subarticle 610-3(C), Job Mix Formula (JMF), line 12, replace “SF9.5A” with “S9.5B”.

Page 6-18, Table 610-3, MIX DESIGN CRITERIA, replace with the following: 

TABLE 610-3
MIX DESIGN CRITERIA

Mix
Type

Design
ESALs

millions A

Binder
PG

Grade B

Compaction Levels Max. Rut 
Depth
(mm)

Volumetric Properties

Gmm @ VMA VTM VFA %Gmm

@ NiniNini Ndes % Min. % Min.-Max.

S4.75A < 1 64 - 22 6 50 11.5 16.0 4.0 - 6.0 65 - 80 91.5
S9.5B 0 - 3 64 - 22 6 50 9.5 16.0 3.0 - 5.0 70 - 80 91.5
S9.5C 3 - 30 64 - 22 7 65 6.5 15.5 3.0 - 5.0 65 - 78 90.5
S9.5D > 30 76 - 22 8 100 4.5 15.5 3.0 - 5.0 65 - 78 90.0
I19.0C ALL 64 - 22 7 65 - 13.5 3.0 - 5.0 65 - 78 90.5
B25.0C ALL 64 - 22 7 65 - 12.5 3.0 - 5.0 65 - 78 90.5

Design Parameter Design Criteria
All Mix
Types

Dust to Binder Ratio (P0.075 / Pbe) 0.6 - 1.4 C

Tensile Strength Ratio (TSR) D 85% Min. E

A. Based on 20 year design traffic.
B. Volumetric Properties based on specimens compacted to Ndes as modified by the Department.
C. Dust to Binder Ratio (P0.075 / Pbe) for Type S4.75A is 1.0 - 2.0.
D. NCDOT-T-283 (No Freeze-Thaw cycle required).
E. TSR for Type S4.75A & B25.0C mixes is 80% minimum.
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